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久聯化學工業股份有限公司 (CROSLENE CHEMICAL INDUSTRIES LTD.)

TK-61

測試結果(Test Results)

測試需求(Test Requested)

16-Apr-2021

16-Apr-2021 to 23-Apr-2021

依據客戶要求進行測試，測試項目請參閱測試結果表格。 (Testing item(s)

is/are specified by client. Please refer to result table for testing item(s).)

新竹縣湖口鄉湖口村祥喜路88號 (NO. 88, XIANGXI RD., HUKOW CHUN, HUKOW HSIANG, HSINCHU HSIEN, TAIWAN,

R. O. C.)

10318

以下測試樣品係由申請廠商所提供及確認 (The following sample(s) was/were submitted and identified by/on behalf

of the applicant as)：

久聯化學工業股份有限公司 (CROSLENE CHEMICAL INDUSTRIES LTD.)

收件日(Sample Receiving Date)

測試期間(Testing Period)

請參閱下一頁 (Please refer to following pages.)

號碼(No.): ETR21404054　　　日期(Date): 23-Apr-2021

測試報告

Test Report

樣品名稱(Sample Name)

批號(Lot No.)

送樣廠商(Sample Submitted By)

PIN CODE: DE67184E
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久聯化學工業股份有限公司 (CROSLENE CHEMICAL INDUSTRIES LTD.)
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號碼(No.): ETR21404054　　　日期(Date): 23-Apr-2021

測試報告

Test Report

No.1 :

測試方法 單位 MDL

(Method) (Unit)

No.1

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

參考US EPA 3052: 1996，以感應耦合電漿發射光

譜儀分析。(With reference to US EPA 3052:

1996, analysis was performed by ICP-OES.)

mg/kg 2 n.d.

1.

2.

3.

測試部位敘述 (Test Part Description)

白色液體 (WHITE LIQUID)

銻 (Sb) (Antimony (Sb)) (CAS No.: 7440-

36-0)

汞 (Hg) (Mercury (Hg)) (CAS No.: 7439-

97-6)

硒 (Se) (Selenium (Se)) (CAS No.: 7782-

49-2)

鎘 (Cd) (Cadmium (Cd)) (CAS No.: 7440-

43-9)

MDL = Method Detection Limit (方法偵測極限值)

備註(Note)：

mg/kg = ppm；0.1wt% = 1000ppm

n.d. = Not Detected (未檢出) ; 小於MDL / Less than MDL

鉛 (Pb) (Lead (Pb)) (CAS No.: 7439-92-1)

(Test Items)

砷 (As) (Arsenic (As)) (CAS No.: 7440-

38-2)

鋇 (Ba) (Barium (Ba)) (CAS No.: 7440-

39-3)

鉻 (Cr) (Chromium (Cr)) (CAS No.: 7440-

47-3)

測試結果 (Test Results)

結果

(Result)

測試項目
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Test Report

#FLOW

重金屬流程圖 / Analytical flow chart of Heavy Metal 

根據以下的流程圖之條件，樣品已完全溶解。 

These samples were dissolved totally by pre-conditioning method according to below flow chart. 

【參考方法/Reference method：US EPA 3051A、US EPA 3052】 

 

 

 

 

 

 

 

 

 

 

溶液 / Solution 

感應耦合電漿發射光譜儀 (ICP-OES) 

 

 

硝酸/鹽酸/氫氟酸的微波消化 /  

Microwave digestion with HNO3/HCl/HF 

 

 
過濾 / Filtration 

 

 

殘渣 / Residue 

 

 1) 鹼熔融法 / Alkali Fusion 
2) 鹽酸溶解 / HCl to dissolve 

測試樣品重量 / Sample Measurement  

 

剪裁、製備樣品 / Cutting、Preparation 

 

 

* US EPA 3051A 方法未添加氫氟酸 / US EPA 3051A method does not add HF. 
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#PIC

** 報告結尾 (End of Report) **

* 照片中如有箭頭標示，則表示為實際檢測之樣品/部位. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)
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